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Applicant: PARADISE TRADING COMPANY Date:  Apr 15, 2008 
 RM B 10/F CHINA UNITED PLAZA 

1008 TAI NAN WEST ST 
CHEUNG SHA WAN 
KLN HK 
  

 

 Attn:  MR CHAN 
  
 
Sample Description As Declared : 

One (1) submitted sample said to be Beige 55% Hemp 45% Cotton woven fabric. 
Buyer : Arrogance Accessories Ltd. 
Country of Origin : China. 
End Uses : Bags.  
 

Conclusion: 
Tested Sample/Component Standard Result 
 
 

Tested Sample German Chemicals Prohibition Ordinance Appendix 
15 On Pentachlorophenol 

Pass 
 

 
 



 

 

Hong Kong Government Recognized Service Supplier 
Approved Laboratory of The Woolmark Company 
Members of : 
American National Standards Institute           Hong Kong Association for Testing, Inspection and Certification Limited 
American Society for Testing and Materials   Hong Kong Toys Council 
British Standards Institute 
TEST REPORT 

 

 

 Number: HKGT02058368 
Tests Conducted (As Requested By The Applicant) 

   Page 2 Of 2 
Intertek Testing Services Hong Kong Ltd. 

2/F., Garment Centre, 576 Castle Peak Road, Kowloon, Hong Kong. 
Tel: (852) 2173 8888   Fax: (852) 2786 1903 website:www.intertek.com 

 

1 Pentachlorophenol (PCP) Content: 
 
As Per §35 LMBG B82.02-8. 
 
 Result In ppm Requirement In 

ppm 
 
   <0.5 5 
 
Remark : ppm = parts per million = mg/kg 

< = Less than 
 

Date Sample Received : APR 02, 2008 
Testing Period : APR 02, 2008 To APR 12, 2008 
 

2 Chromium (VI) (Cr(VI)) Content: 
 
With Reference To ISO/DIS 17075, The Hexavalent Chromium Content Was Determined By UV-Visible 
Spectrophotometry. 
 
 Result In ppm  
 
   <0.5  
 
Remark : ppm = parts per million = mg/kg 

< = Less than 
 
Date Sample Received : APR 02, 2008 
Testing Period : APR 02, 2008 To APR 12, 2008 
 

3 Free Formaldehyde Content: 
 
As Per ISO 14184-1, By Spectrometric Analysis. 
 
 Result (ppm)  
 
  <5  
 
Remark : < = Less than 

ppm = Parts per million = mg/kg 
 
Date Sample Received : APR 02, 2008 
Testing Period : APR 02, 2008 To APR 12, 2008 

  
 

 


